
                                                               
  

LAB LOCATION: HONG KONG ISSUE DATE: DEC 18, 2017 
REPORT NUMBER: 65317-117461 PAGE: 1 of 3 

 

Modern Testing Services (Global) Ltd.  
6/F ~ 8/F, CEO Tower, 77 Wing Hong Street, Cheung Sha Wan, Kowloon, Hong Kong   
Tel: (852) 3604-1328     Fax: (852) 2323-4180     E-mail: info@mts-global.com     Website: www.mts-global.com 

USA Hong Kong Shanghai Dongguan Taiwan India Bangladesh Indonesia Germany UK Turkey Cambodia Vietnam Korea Pakistan Egypt Thailand

 

TEST REPORT 

Applicant : Fizz Creations Ltd 
Unit 6, Commerce Way, Lancing, West Sussex, BN15 8TA 

Contact Person : Jenny Fry, Catherine Green 
Sample Description : Sloth Heat Changing Mug 

I’ve Run Out of Glitter Mug 
Nobody Knows I’m Gay Heat Changing Mug 
Nobody Knows I’m a Superhero Heat Changing Mug 
Hot-Tea Mugs 
Glitter Poo Mugs 

Style Number : 1420, 1423, 1411, 1410, 1424, 1209 
Purchase Order Number : -- 
Buyer : -- 
Country of Origin : China 
Country of Destination : UK 
Date of Submission : NOV 24, 2017 
Test Performance Dates : NOV 24, 2017 – DEC 18, 2017 

  
Photo of Submitted Sample 

 

 
 

TEST RESULT SUMMARY 
Test Requested Results 
Extractable Lead and Cadmium in Ceramicwares – European Directive 84/500/EEC & 
2005/31/EC PASS 

 
For and on behalf of 
Modern Testing Services (Global) Ltd. 

   
                                                                             
SIU, Chung Hong 
Toys Testing Manager 
Toys, Arts and Crafts Division 
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TEST REPORT 

COMPONENT BREAKDOWN LIST: 
 

Test Item Component Description 
A1 White ceramic (mug) 
A2 Pink ceramic (mug) 
A3 Blue ceramics (mug) 

 
TEST RESULT: 
 
Extractable Lead and Cadmium in Ceramicwares – European Directive 84/500/EEC & 
2005/31/EC 
 

Test Item Internal 
Depth (mm) Unit Leaching Volume (mL) 

Result (mg/L) 
Lead Cadmium 

A1 88.2 

(1) 300 <0.05 <0.01 

(2) 300 <0.05 <0.01 

(3) 300 <0.05 <0.01 

(4) 300 <0.05 <0.01 

A2 88.2 

(1) 300 <0.05 <0.01 

(2) 300 <0.05 <0.01 

(3) 300 <0.05 <0.01 

(4) 300 <0.05 <0.01 

A3 87 

(1) 300 <0.05 <0.01 
(2) 300 <0.05 <0.01 
(3) 300 <0.05 <0.01 
(4) 300 <0.05 <0.01 

Average - <0.05 <0.01 
Limit (For Category 2) 4.0 0.3 

Conclusion PASS 
 
 
Method: EN 1388-1 & 2: 1995. The lead and cadmium contents are determined by Atomic Absorption Spectrophotometer / 

Inductively Coupled Argon Plasma Spectrometer / Inductively Coupled Plasma Mass Spectrometer. 
 
Remark: 
Category 1 –  Articles which cannot be filled and articles which can be filled, the internal depth of which, measured from the lowest 

point to the horizontal plane passing through the upper rim, does not exceed 25mm. 
Category 2 –  All other articles, not in categories 1 or 3, which can be filled 
Category 3 –  Cooking ware, packaging and storage vessels having a capacity of more than 3L. 
 
Note: mm = millimetre 
 mL= milliliter 
 mg/L = milligrams per liter 
 “<” = less than 
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TEST REPORT 

NOTE:  
 
If there is question or concern regarding the above results, please contact the appropriate lab person below: 
 
Technical question & concern:  Gary Siu 

Toys Testing Manager, 
Toys, Arts and Crafts Division 

     Tel: (852) 3604 1325 
     Fax: (852) 2799 9135 
     Email: garysiu@mts-global.com  
 
  
 
 
 
 

This test report is governed by the Terms and Conditions, available on request or accessible at http:/www.mts-
global.com/en/terms.html. Attention is especially drawn to the limitations of liability, indemnification and jurisdictional provisions 
defined therein.  This report is issued strictly based on the testing of the samples submitted by you. The test results in this report 
refer only to the sample(s) actually tested and do not refer or be deemed to refer to any bulk production from which such 
sample(s) may be said to have been obtained. In the event that MTS was requested to survey and test any bulk production 
quantity of samples, MTS, in the absence of any contrary written instructions, performed random sampling of bulk production for 
testing purposes.  Variations in the conditions under which samples are stored, transported, etc., may lead to variations in the test 
results. MTS cannot anticipate and shall not be held responsible for variations in test results that may be due to factors beyond 
MTS’ control, such as, sample cross-contamination, evaporation of volatile substances due to storage temperature, humidity, etc. 
This report does not constitute a recommendation, actual or implied, for any specific course of action. Other than the expressed 
warranties made in the Terms and Conditions of the MTS Test Request Form, MTS makes no warranties or representations either 
express or implied with respect to this report. In no circumstances whatsoever shall MTS be liable for any consequential, special 
or incidental damages arising out of, or in connection with, this report. 


